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teceived:05/23/2006[Completed:05/24/2006 [Letter: C1 b | P.O#: Test Report #: 2-62625-1-

Client's Style: Seemee SheeNp,y.qe 100% Polyester Febric. Width: 61", Finish: Acrylic Coating. Weight: 4 oz/yd.
[dentification )

[ested For: Garland Drew Key Test: CA 1237 Sm 95
Verseidag seemee US, Inc.,
4 Aspen Drive Tel: 01133388850777  Ext:
Randolph, NJ 07869 ' Fax; 0113338 8850779
pc: 1H - /34

'EST PERFORMED: Califorxrnia Fire Marshal Title 15: Secrtion 1237 Fire Registance;
mall Scale Test - INTERICR MATERIALS QUALIFICATION

TS REPORTED: [x] Inicially
[ ] After 3 dry cleanings
[ ] After 5 launderinge @ 160°F

ESULTS: Afterflame Char Length
8pecimsn # {seconds) . (inches)

engths 1 0.¢ 3.1
o z 0.0 4.3
3 0.0 3.5
idth: 4 0.0 4.0
: 5 0.0 3.2
& 0.0 4.0
Avg: 0.0 3.7

CEPTANCE CRITERIA:

Afterflame {seconds) Char Length (inches)
1.0 maximum average §.0 maximum average
NCLUSTON:

[x])] The sbove results indicate compliance, -

[ 1 The above resulre indicate noncompliance,
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" The 88-D Aller Boulsvard
Farmingdale, New York 11735-5626 USA

Gmrk Tel. +1 (631) 203-8044 Fax +1 (631) 203-8956
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B Organization, Inc. Page 2
.eceived:05/23/2006 |Completed:05/24/2006 [Letter: C1 b |P.O#: Test Report # 2-62625-1-
“lient's Style: Seemee Sheen Content: 100% Polyester Fabric. Width: 61°. Finish: Acrylic Coating. Weight: 4 o2/yd?.
dentification
Tested For: Garland Drew Key Test: CA 1237 Sm 93

Verseidag seemee US, Inc.
4 Aspen Drive Tel: 01133388850777  Ext:
Randolnh,.-MJ NT7RAG . Fax: 011 33 38 885 0779

'lote: In August 1993 the State Fire Marshal issued a proposed revigion, which permitted a maximum
verage afterflame of 4.0 seconds. 7This proposed revision was honored by the subsequent State Fire
mrehals until spproximarely February 2004, at which time the State Fire Marshal's office reverted to
he unrevised zule of 1 see:ond maximum average for interior fabric, and 2.0 seconds maximum average for
=xtericr fabric,

ith regard to Char Length acceptance, please refer to Govmark's document "California Title 19 Section
1 dated August 11, 2005.

ERTIFICATION:
certify that the above results were obtained after testing specimens in accordance with the
rocedures and eguipment specified by California Fire Marshal Ticle 1%: Section 1237 Small Scale.

_ /58
MR, SALVATOR 'ESSINA
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The results contained in this report relate anly 1o itern(s) tested. The test report shall not be
reproduced, except in full, without written approval from The Govmark Organization, Inc.



